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Continuous bead of mastic sealant
applied between BrickCloak panel
and underside of the window cill
to provide a weather tight seal

Cill support (if required),
depending upon the type 
of window installed

Flat brick slips affixed 
to BrickCloak standard backing panel. 
Nominal thickness 18mm

Corner pistol brick slips
affixed to BrickCloak 
Left hand window jamb 
backing panel.
Nominal thickness 18mm

Continuous bead of mastic 
sealant to be applied
between edge of BrickCloak 
panel and window frame to 
create a weather tight seal

ICF system - concrete core

Internal window cill

Window

Fitting instructions shown are to be undertaken prior to the application of pointing mortar.
Mastic sealant to be fully cured prior to the application of pointing mortar.
BrickCloak panels fastened to ICF substrate via timber battens fastened to furring bars of ICF, or fastened directly into concrete of ICF substrate. See ICF fixing drawings for detail.
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BrickCloak backing panel.
Nominal thickness 10mm

BrickCloak backing panel
Nominal thickness 10mm

102 mm

76 mm

ICF system - rigid XPS

ICF system - rigid XPS

External window cill
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